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Laboratory Results  
Parameters Results Specifications Test Method 

Viscosity @100˚C – (cSt) 1206 1095- 1215 ASTM D445 

Viscosity @40˚C – (cSt) 12500 12000 – 13000 Brookfield Viscometer 

Density @20˚C, Kg/L 0.862 0.844 – 0.8812 ASTM D4052 

Appearance Clear Clear Visual inspection 
Colour 1,5 1,5 ASTM D1500 

@10% VII OCP 22 H in 220R base | Retention Samples are maintained for 6 months 
 
 
 
Misrepresentation Act 1967.  Trade description Act 1968.  The information in this publication is based on 
our experience and reports from customers.  There are many factors outside our control and knowledge 
which effect the use and performance of our products for which reason no warranty is given, express or 
implied. This information sheet was prepared from the best information available at the time of issue. 
While the values and characteristics are considered representative, some variation, not affecting 
performance, can be expected. It is the responsibility of the user to ensure that the products are used in 
the applications for which they are intended. 
 


